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We demonstrate that a picosecond strain pulse can be used to drive an electric current through both
thin-film epilayer and heterostructure semiconductor crystals in the absence of an external electric
field. By measuring the transient current pulses, we are able to clearly distinguish the effects of the
coherent and incoherent components of the acoustic packet. The properties of the strain induced
signal suggest a technique for exciting picosecond current pulses, which may be used to probe
semiconductor devices. © 2008 American Institute of Physics. �DOI: 10.1063/1.2942389�

The availability of reliable, high power femtosecond
pulsed lasers has resulted in rapid development of coherent
picosecond acoustics techniques for probing the acoustic
properties of solids. Fast thermoelastic deformation of a thin
metal film on the surface of a crystal, induced by subpico-
second optical excitation, produces a coherent acoustic strain
pulse which travels through the crystal at the speed of lon-
gitudinal sound, cLA. The dynamics of such a strain pulse
have been studied using various time-resolved “pump-probe”
measurements, see, e.g., Refs. 1–5, showing that in contrast
to a heat pulse,6 this type of acoustic pulse is composed of
coherent phonons whose spectral content typically reaches
around 100–200 GHz.

Coherent strain pulses have been used to probe the
acoustic properties of various solids, see, e.g., Refs. 7 and 8
as well as the optical properties of quantum well devices.9

However, this technique also has potential as a tool for
studying electronic transport processes on ultrashort time
scales.

In this paper, we show that a strain pulse containing
coherent acoustic phonons can be used to drive an electric
current through both n-type epilayer and superlattice semi-
conductor crystals without an applied electric field. This
mechanism may provide a convenient method for the elec-
tronic detection of strain pulses, as well as sources of subpi-
cosecond current pulses, which could be used to characterize
the next generation of ultrafast transistors. Furthermore, the
contrasting nature of the excitation and scattering dynamics
of electrons that are acoustically, rather than electrically
driven could lead to interesting transport effects in semicon-
ductor nanostructures.

Figure 1 shows the experimental scheme. Vertical trans-
port structures grown by molecular beam epitaxy on semi-
insulating �100� GaAs substrates were studied. One, a
n-type GaAs epilayer, consisted of a 300 nm Si-doped
�2�1018 cm−3� bottom GaAs contact layer, separated from
an identical top contact by a 177.5 nm lightly Si-doped
�2�1015 cm−3� GaAs layer. The second structure was the
same, except the contacts were separated by a
177.5-nm-thick superlattice �SL� composed of 14 periods
each of 10 /2.5 nm of GaAs /Al0.3Ga0.7As Si-doped uni-
formly at a density of 2�1015 cm−3. Columnar device mesas

200 �m in diameter were produced that were electrically
contacted using annealed InGe:Au Ohmic contacts. The re-
verse side of the substrate was polished flat before thermally
evaporating a 100 nm Al film. All measurements were made
at low temperature �T=2 K� in an optical-access cryostat.
The Al film was excited using either 40 fs 800 nm pulses
from an amplified Ti:sapphire laser or 10 ns 532 nm pulses
from a frequency-doubled Q-switched Nd:YLF �yttrium
lithium fluoride� laser, both with a repetition rate of 5 KHz.
The light was focused to a 200 �m spot and directed oppo-
site the device mesa using automated x-y scanning mirrors.
Neutral density filters were used to vary the incident pulse
energy in a range up to 16 mJ /cm2, above which the Al film
was damaged.

Current pulses induced in the device were detected by
amplifying and measuring the transient changes in voltage
directly across the top and grounded bottom contacts to the
active region. The output of the preamplifier led directly into
a digitizer with a 500 MHz analog bandwidth.

First, we consider the results obtained using the n-type
GaAs epilayer sample. A typical current-time, I���, signal
taken using 40 fs 10 mJ /cm−2 excitation is shown in the in-
set of Fig 1. The small negative peak at �=0 is due to weak
optical excitation arising from scattered light falling onto the
device mesa. After a delay of approximately 45 ns, a voltage
pulse is observed, indicating the presence of a transient elec-
tric current. The time delay is consistent with the time of
flight of longitudinal acoustic �LA� phonons across the

a�Author to whom correspondence should be addressed. Electronic mail:
daivid.fowler@nottingham.ac.uk.

FIG. 1. �Color online� Experimental arrangement. Inset: typical I��� signal
from a GaAs epilayer vertical device using a laser intensity of 10 mJ /cm2 at
T=2 K.
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250�25 nm substrate. Therefore, in the absence of an ap-
plied bias, we determine that the detected current pulse is
due to carrier transport induced by the incident phonons. The
signal is composed of a fast pulse, about 30 ns in width,
followed by a slowly decaying secondary tail extending over
several microseconds.

Ultrafast optical excitation of a metal film is well known
to result in a picosecond strain pulse1–5 and a microsecond
heat pulse resulting from the subsequent, relatively slow,
thermal relaxation of the metal film. Both contributions con-
sist of acoustic phonons, but the first is a coherent hyper-
sound wavepacket, while the second contains mostly inco-
herent terahertz phonons. The latter has previously been
shown to give rise to “ballistic phonon drag”10 where the
acoustic phonons propagating through a semiconductor
impart momentum to electrons/holes via carrier-phonon
scattering.

To establish the contribution of the picosecond strain
pulse to the observed charge transport, we compared the sig-
nal due to attenuated 40 fs laser pulses with that induced by
10 ns pulses from the Nd:YLF source. Laser pulses from
each source were of the same energy �8 mJ /cm2�, spot size,
and beam profile, but the peak power within the 10 ns pulse
is far below that required to generate a coherent strain pulse,
allowing the observation of the electrical signal induced by
an incoherent phonon heat pulse alone. Figure 2�a� shows
I��� measured using the two different laser sources. The
nanosecond source induces a small current �peak �0.3 �A�
in the sample �lower line� whose magnitude and long decay
time is qualitatively consistent with the signal observed at
later times when using the femtosecond excitation. The

greater amplitude of the signal induced by the femtosecond
laser �upper line� can be clearly seen. Moreover, the fast
rising edge and magnitude of the fs laser signal is certainly
limited by the bandwidth of the electronics ��500 MHz�
whereas the rising edge of the signal from the nanosecond
laser is beneath the electronic bandwidth ceiling. Thus, the
difference in the peak induced current is possibly several
orders of magnitude larger than is observed. As was demon-
strated in Ref. 11, where superconducting bolometers with
nanosecond response time were used to detect the phonon
flux induced by femtosecond excitation of a metal film, for
incident power densities similar to those used here, the initial
part of the phonon packet is dominated by the strain pulse
which travels at or very slightly faster �depending on strain
amplitude� than the speed of low-frequency LA sound. A few
nanoseconds later, the phonon packet is dominated by inco-
herent LA phonons which have a spread of flight times due
to scattering and acoustic anisotropy. This raises the possi-
bility that the strong initial peak in the femtosecond data is
due to the strain pulse.

To distinguish the contributions from coherent and inco-
herent phonons, we measured the dependence of the signal
on the position of the excitation laser spot with respect to the
device. The inset of Fig. 2�a� shows the normalized signal
intensity in the initial 50 ns of the pulse �i.e., we record
signal dominated by ballistic phonons� versus laser beam
position, plotted as a gray scale image for both laser sources.
The �0.3 mm spot in the femtosecond laser image follows
closely the area of the sample convolved with the laser beam
profile, whereas the �1 mm diameter spot in the image re-
corded using the nanosecond laser source is a characteristic
of the positional dependence seen in ballistic phonon drag
experiments. This is seen more clearly in Fig. 2�b� which
shows line scans of the intensity taken through the centre of
the images and calculations of the positional dependencies
for coherent and incoherent phonons. Owing to its high de-
gree of spatial coherence across the generating area, which is
much larger than the typical phonon wavelength, the strain
pulse should propagate as a highly collimated beam from the
source to the device. The solid line shows the positional
dependence calculated as the convolution of the source and
device shapes, which follows closely the measured data. The
incoherent LA phonons in the heat pulse generated by the
nanosecond laser propagate isotropically from each point in
the source �phonon focussing effects are very weak for LA
phonons in cubic crystals12 and so can be ignored here�. The
dashed line shows the positional distribution of the vertical
components of the ballistic phonon momentum flux emanat-
ing from a point source, integrated over the laser spot area,
and convolved with the device shape. This is also in very
good agreement with the measured signal using the ns exci-
tation.

Furthermore, the observed position dependence of the
measured signals in Fig. 2 is characteristically similar to pre-
vious data using bolometers to detect the coherent hyper-
sound wave packet followed by the incoherent heat
pulse.10,13 Thus, the data in Fig. 2 lead us to the conclusion
that, when using an ultrafast excitation source, the initial part
of the current transient is driven mostly by the picosecond
strain pulse. Any early arriving components of the incoherent
heat pulse would result in a broadening of the spatial depen-
dence and hence must be relatively weak.

FIG. 2. �Color online� �a� I��� signals measured using the 40 fs and 10 ns
laser excitations �upper and lower lines, respectively�. The insets show de-
pendence of the normalized peak current on the excitation beam position.
�b� Integrated signal intensity vs beam displacement for femtosecond and
nanosecond excitation sources. Solid/dashed lines show the calculated posi-
tion dependence of coherent/incoherent phonon momentum flux.
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Having determined that the initial peak observed in the
fs excitation measurement is largely due to the strain pulse,
we propose the following explanation of the observed re-
sponse: due to the coherence of the phonon wavepacket in
the picosecond strain pulse, a traveling potential well in the
conduction band is produced which propagates through the
device at cLA, trapping electrons and dragging them through
the crystal. The depth of the well is given approximately by
�D, where D is the deformation potential constant ��10 eV
in GaAs� and � is the strain amplitude. Assuming a strain of
10−3, typical for the laser powers used here, gives a potential
well with depth of �10 meV. Without scattering, we esti-
mate the peak current,Ip�enWcLAA, where e is the electronic
charge, nW is the carrier density trapped in the traveling well
�which depends on its depth�, and A is the device area. The
measured current is given by Ip�p /�e, where �p�2 ps and
�e�10 ns are, respectively, an estimate of the duration of the
acoustic pulse and the combined response time of the device
and signal acquisition electronics �determined from the mea-
sured rise time of the signal�. This calculation gives a value
of �10 �A, which is approximately consistent with the ob-
served value. However, at this stage we cannot exclude ef-
fects relating to the interfaces with the heavily n-doped con-
tact regions.

We also demonstrate that the coherent strain pulse can
also be used to excite a current in a heterostructure. The inset
of Fig. 3 shows the current-voltage, I�V�, characteristic of the
SL device taken at T=2 K displaying nonlinearity due to the
artificial potential for conduction electrons. Figure 3 shows
the induced current transient using a 40 fs 8 mJ /cm2 excita-
tion. The features of the signal are qualitatively similar to
that recorded using the GaAs epilayer sample with a fast
transient beginning at ��55 ns �consistent with the
275�25 �m substrate thickness�, followed by a slowly de-
caying tail. Scanning the laser across the substrate showed
the signal was induced only when the laser was directly op-
posite the device, suggesting the same mechanism as was
observed in the GaAs epilayer sample.

In conclusion, we have demonstrated that it is possible to
induce a current in both a n-type epilayer and heterostructure
semiconductor crystal using an acoustic strain pulse. The
strain pulses were generated by ultrafast optical excitation of

an Al film. This method of driving charge through a semi-
conductor crystal could be used to study ultrafast carrier dy-
namics in semiconductor nanostructures as well as having
applications in generating picosecond current pulses in semi-
conductor materials.
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