
This item was submitted to Loughborough's Research Repository by the author. 
Items in Figshare are protected by copyright, with all rights reserved, unless otherwise indicated.

Eco-trench: a novel trench solution based on reusing excavated material andEco-trench: a novel trench solution based on reusing excavated material and
a finishing layer of expansive concretea finishing layer of expansive concrete

PLEASE CITE THE PUBLISHED VERSION

https://doi.org/10.3989/mc.2017.05316

PUBLISHER

© Consejo Superior de Investigaciones Cientificas (CSIC)

VERSION

VoR (Version of Record)

PUBLISHER STATEMENT

This work is made available according to the conditions of the Creative Commons Attribution 4.0 International
(CC BY 4.0) licence. Full details of this licence are available at: http://creativecommons.org/licenses/ by/4.0/

LICENCE

CC BY-NC-ND 4.0

REPOSITORY RECORD

Blanco, Ana, Pablo Pujadas, C. Fernandez, Sergio H. Cavalaro, and Antonio Aguado. 2019. “Eco-trench: A
Novel Trench Solution Based on Reusing Excavated Material and a Finishing Layer of Expansive Concrete”.
figshare. https://hdl.handle.net/2134/32307.

https://lboro.figshare.com/
https://doi.org/10.3989/mc.2017.05316


Materiales de ConstruCCión

Vol. 67, Issue 328, October–December 2017, e135
ISSN-L: 0465-2746

http://dx.doi.org/10.3989/mc.2017.05316

Eco-trench: a novel trench solution based on reusing excavated 
material and a finishing layer of expansive concrete

A. Blanco*, P. Pujadas, C. Fernández, S.H.P. Cavalaro, A. Aguado

Dept. of Civil and Environmental Engineering, Universitat Politècnica de Catalunya, (Barcelona, Spain)
*ana.blanco@upc.edu

Received 18 April 2016 
Accepted 23 November 2016 

Available on line 4 September 2017

ABSTRACT: Installing utility pipelines generates a significant amount of trench arisings, which are usually 
transported to landfills instead of being reused as backfill material. This practice generates CO2 emissions and 
wastes raw materials. This paper presents a more sustainable solution, an eco-trench, which is based on re-using 
trench arisings as backfill and adding a top layer of expansive concrete to improve the eco-trench’s structural 
performance. The technical feasibility of the eco-trench was evaluated through a finite element model, which 
identified the degree of expansion in concrete required to avoid failure or subside the stresses caused by traffic. 
The potential expansion of concrete was measured under confined conditions in the laboratory by means of 
a novel test developed for this purpose. The results showed that adding calcium oxide generates the required 
internal stress. The results were then confirmed in a pilot experience.
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RESUMEN: Ecozanja: una nueva solución de zanja basada en la reutilización de material excavado y una capa de 
hormigón expansivo. Las zanjas para instalaciones de servicios generan un elevado volumen de materiales de exca-
vación que son transportados a vertederos en lugar de ser reaprovechados como relleno. Esto conlleva un mayor 
consumo de materias primas y emisiones de CO2 asociadas al transporte. Este estudio presenta una solución más 
sostenible, denominada ecozanja, basada en la reutilización de los materiales de excavación como relleno de la 
zanja con una capa superficial de hormigón expansivo. Su aplicabilidad se evalúa mediante un modelo de elemen-
tos finitos que permite determinar el grado de expansión necesario en el hormigón para garantizar la resistencia 
de las tensiones debidas al tráfico de vehículos sobre la zanja. La expansividad del hormigón se evaluó mediante 
un ensayo desarrollado específicamente para tal objetivo. Los resultados indican que la adición de óxido de calcio 
genera las tensiones internas necesarias. Asimismo, la propuesta se validó mediante una experiencia piloto en obra.

PALABRAS CLAVE: Hormigón; Proporción de mezcla; Expansión; Método de elementos finitos; Retracción

ORCID ID: A. Blanco (http://orcid.org/0000-0003-4190-9846); P. Pujadas (http://orcid.org/0000-0001-5634-7431); 
C. Fernández (http://orcid.org/0000-0002-7106-5181); S. H. P. Cavalaro (http://orcid.org/0000-0002-9368-0898); A.
Aguado (http://orcid.org/0000-0001-5542-6365)

Copyright: © 2017 CSIC. This is an open-access article distributed under the terms of the Creative Commons 
Attribution License (CC BY) Spain 3.0.

1. INTRODUCTION

Narrow trenches are dug when installing small-
diameter utility pipelines under pavement. After the 
original soil is extracted and the pipe is placed, these 

trenches are filled with granular material or a con-
trolled low-strength mortar (1–3) that is intended to 
protect the pipe and give support to the pavement. In 
most cases, the residue, or trench arisings, obtained 
from the excavation is disposed of in landfills and 

http://dx.doi.org/10.3989/mc.2017.05316
mailto:ana.blanco@upc.edu
http://dx.doi.org/10.3989/mc.2017.05316
http://orcid.org/0000-0003-4190-9846
http://orcid.org/0000-0001-5634-7431
http://orcid.org/0000-0002-7106-5181
http://orcid.org/0000-0002-9368-0898
http://orcid.org/0000-0001-5542-6365


2 • A. Blanco et al.

Materiales de Construcción 67 (328), October–December 2017, e135. ISSN-L: 0465-2746. doi: http://dx.doi.org/10.3989/mc.2017.05316

new granular material is used as the backfill. This 
process wastes a considerable amount of raw mate-
rial and transporting and disposing of the residue in 
landfills contributes to CO2 emissions (4). In light of 
this situation, the possibility of reusing the residue 
from the excavation should be analysed.

The idea of reusing trench arisings has already 
been considered in the UK, where 4.8 million tonnes 
of this material are generated per year (5) and sev-
eral pilot experiences have been carried out (6). One 
of the conclusions of these experiences is that cor-
rectly identifying the materials in the trench arisings 
is essential. Consequently, not all excavated soils are 
suitable for reuse as backfill, which limits the range 
of materials that may be applied. Compaction is 
another fundamental factor that needs to be con-
sidered. The variability in soil characteristics in long 
stretches of construction affects the level of com-
paction needed to obtain filling that is capable of 
bearing the loads from the pavement. In practice, 
coping with this variation in compaction while also 
maintaining the construction schedule and reducing 
traffic interruptions becomes difficult.

Poorly selected soils or inadequate compaction 
may lead to problems during the service life of the 
trench, which include critical load concentrations 
on the pipe and pavement subsidence. In this con-
text, the reuse of excavated soil is limited due to the 
difficulties related to proper selection and separa-
tion, as well as the risk of future problems. In order 
to overcome these drawbacks and promote the 
reuse of extracted soil, it is necessary to change the 
conventional philosophy behind the narrow trench 
system. The objective of this paper is to propose a 
new type of narrow trench system, which we call 
an eco-trench, that allows practically any soil to be 
reused as backfill without compromising the speed 
of the construction process or the performance of 
the pavement.

The proposed eco-trench system differs from 
a traditional system in that an expansive concrete 
finishing is applied to the top of the trench as pave-
ment. This concrete contains an admixture that 

generates volumetric expansion during early ages 
(7–10). Given the properties of this kind of admix-
ture, it has been commonly used to compensate for 
shrinkage. Nevertheless, in this case, not only is the 
volumetric expansion important, but also is the level 
of internal stresses generated when the concrete is 
confined. This may favour the transmission of 
stresses from traffic loads to the surrounding soil, 
which in turn would relieve the stresses on the back-
fill material and the pipe. Under such conditions, 
the restrictions on selecting the backfill are elimi-
nated, making the reuse of the soil possible. Fig. 1 
shows the cross-sections of a traditional trench and 
the proposed eco-trench.

In countries whose regulations governing road 
construction allow this type of solution to be 
adopted, there would be significant benefit. First, 
because the eco-trench solution does not require 
that the final layer of asphalt be added, there are 
advantages in execution, which entails an additional 
advantage in terms of execution (no overlaps are 
required), logistics and schedule.

Second, the number of asphalt production plants 
tends to be significantly lower than the amount of 
concrete plants. In the case of Spain, for example, 
according to ANEFHOP (the Spanish association 
of ready mix concrete) there are a total of 1,939 
concrete plants, whereas the number of asphalt pro-
duction plants is only a third of that. The scarcity of 
asphalt production plants creates a logistical prob-
lem in the worksite and higher costs. Furthermore, 
the use of a concrete layer favours reducing the 
amount CO2 in the environment since it reacts with 
portlandite during the carbonation process (11–12). 
This phenomenon is improved by adding calcium 
oxide to the concrete mix because more portlandite 
is generated.

The combination of reusing material as backfill 
and using expansive concrete as the final pavement is 
a potentially sustainable solution for narrow trench 
construction, and it should be technically assessed. 
To that end, finite element models were applied in 
order to evaluate the feasibility of the proposed 

Figure 1. Cross-sections of: (a) traditional trench and (b) eco-trench.
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system, the interaction of the expansive concrete 
with the surroundings, and the level of confinement 
required. Then, an experimental program evaluated 
the stresses generated by concrete expansion using a 
new test method under confined conditions. Finally, 
a pilot experiment was run to evaluate the perfor-
mance of the eco-trench under real work-site condi-
tions. The new eco-trench solution is a step towards 
the sustainable trench construction and an example 
of new applications for expansive concrete.

2. DESCRIPTION OF THE ECO-TRENCH

The eco-trench is primarily conceived for narrow 
excavations (around 15 cm wide) with a depth of 
approximately 80 cm. This type of trench is gener-
ally dug with automated equipment that grinds the 
original soil to a maximum size of 50 mm (depend-
ing on the type of soil, see Fig. 2). Traditionally, 
the maximum aggregate size recommended for the 
backfill used in narrow trenches is 6 mm in order to 
avoid differential settlement under the pipe or con-
centrated loads that might lead to punching its wall. 
However, given that an important part of the load 
is transmitted to the adjacent ground, in the case 
of eco-trenches a smaller load level should act on 
the pipe. Consequently, the restriction on maximum 
aggregate size may be relaxed depending on the type 
of pipe, and the material obtained from excavating 
can be reused. This assumption is valid as long as it 
is ensured that the minimum value of pre-compres-
sion applied to the adjacent ground is sufficient to 
avoid failure. In this case, pre-compression is pro-
vided by the internal stresses generated by the con-
fined expansive concrete layer in the eco-trench.

After excavating the trench, a 5-cm bed of  fine 
soil is laid. The pipe is then placed on this bed 
and covered with a 20-cm layer of  fine material 
for protection. At this point, the utility companies 
usually place a plastic mesh in the trench to indi-
cate the location of  the pipe for future excavations 
(see Fig. 1). On top of  the protective layer and the 

plastic mesh, a layer of  excavated material that var-
ies between 20 cm and 30 cm in thickness, depend-
ing on the total depth of  the trench, is deposited. 
The final layer of  the eco-trench consists of  pig-
mented expansive concrete whose thickness may 
vary from 15 cm to 20 cm. This layer of  concrete 
should reach the street or road level without over-
lapping with the original pavement, and the visual 
aspects of  the two should match. More details are 
provided about the properties of  expansive con-
crete in subsequent sections.

3. FAILURE MECHANISMS

3.1 Description of the types of failure

The main actions to which the eco-trench is 
subjected during its service life are traffic loads. 
Depending on the location of the traffic load (or the 
wheel of the vehicle) relative to the trench, failure 
may be attributed to different mechanisms. Fig. 3 
shows two cross-sections of an eco-trench subjected 
to traffic loads. In Fig. 3a, the loads are located in 
the width of the trench and overlap with the original 
pavement on one side, whereas in Fig. 3b the loads 
are evenly distributed at both sides of the trench.

In the first case, the traffic loads generate bending 
forces over the expansive concrete pavement and on 
the original pavement at one side of the eco-trench. 
These forces cause tensions at the opposite interface 
(the interface in contact with the pavement without 
traffic loads). If  the pre-compression caused by the 
expansive concrete’s internal stresses at the inter-
face are lower than the tensions generated by  the 
traffic loads, the trench could lose contact with 
the  surrounding soil or pavement (see Fig. 3a). In 
the second case, since the traffic loads are symmetri-
cally distributed in the cross-section, the failure of 
the eco-trench will not be in the form of a loss of 
contact. Instead, the critical parameter is the shear 
strength of the interface. If  the tangential stresses 
generated by the traffic loads are higher than the 

Figure 2. Excavation of a narrow trench and trench arisings.
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shear strength, a relative displacement could occur 
and the trench could subside.

To prevent the tensile failure shown in Fig. 3a, 
the internal stress generated by the expansive con-
crete should be equal to or higher than the limit-
tension that generates the loss of  contact. This is 
represented through Eq. [1], where σe represents 
the internal stress due to the expansion of  concrete 
and σn is the normal limit-tension at which the loss 
of  contact due to the traffic load occurs. Eq. [1] 
defines a minimum value of  σe, in order to ensure 
that the stresses in the concrete are satisfactorily 
transmitted to the surrounding materials (pave-
ment or soil), thus reducing the loads supported 
by the pipe.

 e nσ σ≥  [Eq.1]

A shear failure of the trench occurs when tan-
gential stresses (τ) in the interface between the mate-
rials reach the shear strength of the interface and 
a relative displacement takes place (see Fig. 3b). 
According to the Mohr-Coulomb theory, tangential 
stresses resisted by the interface may be expressed as 
indicated in Eq. [2], where μ is the friction coefficient 
and c is the cohesion.

 cτ σ µ≥ ⋅ +  [Eq.2]

Stress σ in Eq. [2] may be decomposed in the nor-
mal limit-tension at which the loss of contact occurs 
due to the traffic load (σn) and in the internal stress 
generated by the expansion process of the concrete 
(σe), as indicated in Eq. [3]. As a result, the minimum 
value of σe that ensures contact and avoids shear fail-
ure is obtained with Eq. [4], after organizing Eq. [3].

 c( )n eτ σ σ µ≥ + ⋅ +  [Eq.3]

 
c

e nσ τ
µ

σ≥ − −  [Eq.4]

In order to determine the range of values for σe 
that ensures the expansion required in the trench, 
a parametric study was carried out using finite ele-
ment (FE) analysis, which is explained in the next 
section.

4. NUMERICAL SIMULATION

Numerical simulation was used to reproduce 
the behaviour of an eco-trench subjected to traffic 
loads and determine the minimum internal stress of 
the confined expansive concrete layer that is needed 
to transmit part of the load to the adjacent pave-
ment and avoid failure. To that end, the two failure 
mechanisms previously described were analysed and 
the most restrictive one was identified. Based on this 
outcome, the limit values for the internal stress of 
the concrete were established.

4.1 Description of the model

Finite element software DIANA 9.1 (13) was 
chosen to simulate the behaviour of the trench due 
to its extensive material library and analysis capa-
bilities. A 3D model was selected and the mesh was 
formed by four-node prismatic elements, which were 
refined for the area of the trench. Fig. 4 depicts the 
geometry of the model and the main types of ele-
ments that depend on the material properties. The 
geometry was defined by considering that the sur-
rounding soil may present layers with different prop-
erties. The dimensions of the model corresponded 
to those typically found in practice. For the purpose 
of this study, asphalt with a thickness of 0.08 m was 
assumed in the top layer. Below that, two sub-base 
material (graded aggregate) layers were modelled. 
The top sub-base was 0.08 m thick and the bottom 
sub-base was 0.11 m. The layers below the graded 
aggregate represent the original soil.

The narrow trench was evaluated for two widths: 
0.15 m and 0.25 m. The depth and the length of 
the trench, 1.27 m and 2.0 m, respectively, remained 
constant in both cases. The top 0.15 m corresponded 
to the expansive concrete layer and the remaining 

Figure 3. Failure modes of the eco-trench due to location of the traffic loads: (a) tension failure in the interface and 
(b) shear failure in the interface.

Tensile failure in the
interface due to traffic loads

(a) (b) Shear failure in the interface 
due to traffic loads
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1.12 m were filled with reused granular material 
obtained from the excavation of the trench. The 
soil modelled at both sides of  the trench was 1.0 m 
wide, so the complete model was 2.15 m wide (or 
2.25 m, depending on the width of  the trench). 
The pipe was not included in the geometry of  the 
model since it was assumed that the traffic loads in 
the eco-trench are borne by the expansive concrete 
layer and transmitted to the surrounding soil. For 
this reason, the model assumed that the pipe does 
not bear loads, which is the worst-case scenario in 
terms of expansion requirements for the concrete 
since it means that higher values of  internal stress 
are required.

The boundary conditions set in the model corre-
sponded to a spring support perpendicular to each 
plane of the model. The spring stiffness (k) assumed 
was 109 N/mm3. Such a high value was defined to 
maximize the difference in stiffness and hence the 
shear stresses at the interface between the expan-
sive concrete and the surrounding material. Failure 
was expected to occur at the interface between the 
expansive concrete and the surrounding pavement, 
which was modelled following a Coulomb friction 
model. Two types of contact between layers were 
defined in the model: perfect contact and weak con-
tact. The stiffness values adopted in each case were 
1010 N/m3 and 0.1 N/m3, respectively. In the model, 
the horizontal interfaces were assumed to have per-
fect contact, whereas the vertical interfaces (between 
the trench and the surrounding soil and the origi-
nal pavement) had weak contact, which is the most 
unfavourable hypothesis.

The horizontal interfaces were assumed to have 
perfect contact. The vertical interfaces between the 
trench and the surrounding soil were simulated as 
having weak contact. Conversely, the vertical inter-
faces between the asphalt pavement and the expan-
sive concrete were assumed to have perfect contact. 
This assumption accounted for the fact that the 

stiffness of the interface between the asphalt pave-
ment and the expansive concrete tended to be con-
siderably higher than for the other vertical interfaces. 
Because the interface would bear the biggest portion 
of the load, it would be the most likely to fail. Such 
an assumption was on the safe side since in real 
scenarios part of the load may also be transmitted 
through the interface between the trench and the sur-
rounding soils. This reduces the trench’s dependence 
on the soil type and soil humidity, which is a clear 
advantage of the new trench solution proposed here.

Regarding the other materials, linear elastic 
behaviour was assumed since high levels of stress, 
which entail a non-linear analysis, were not expected. 
The stress level in each model was verified to assure 
that the material remained in the elastic regime. In 
this context, two main parameters defined the mate-
rials: the modulus of elasticity and the Poisson coef-
ficient. The properties of the asphalt and concrete 
pavement are presented in Table 1. The properties of 
the granular backfill and the surrounding soil were 
considered variables of the parametric study, and 
their values are described in subsequent sections.

The traffic load applied in the model was defined 
according to Spanish traffic regulations, which spec-
ify the maximum load allowed per tyre. Considering 
the critical case of double tyres, the specified maximum 

Figure 4. Geometry of the FE model.

0.08 m Asphalt pavement
0.08 m Top sub-base
0.11 m Bottom sub-base

1.0 m Surrounding soil

0.15 m
Expansive

1.12 m

1.0 m
1.0 m0.15 m

or 0.25 m

Backfill

concrete layer

2.0 m

Table 1. Properties of the pavement types, the soil and 
the backfill

Material
Poisson 

coefficient (−)
Modulus of  

elasticity (MPa)

Asphalt 0.32 3000

Concrete 0.20 20000

Backfill 0.35 10 – 50 – 100 – 200 – 300

Top sub-base 0.30 300 – 500 – 1000

Bottom sub-base 0.30 150 – 300 – 600

Surrounding soil 0.30 75 – 150 – 300
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load per axis is 115 kN. To be on the safe side, the 
value of 120 kN was used in all simulations. To sim-
plify the model and reduce the number of elements, 
the load was concentrated on the generatrix of the 
tyre instead of the tyre footprint. This assumption 
represents a more critical situation that should also 
be on the safe side. Force was applied in 10 load steps 
equal to 12 kN. Both load profiles depicted in Fig. 3 
were simulated. Once the full force was applied, the 
shear and the tensile stresses of the interface were 
assessed and the required confinement to avoid fail-
ure was calculated using Eq. [1] and Eq. [4] for the 
tensile and shear failures.

The friction coefficient was calculated assuming 
a friction angle of 45º. This value assumes that a 
rough asphalt surface is left after the trencher exca-
vates the original asphalt pavement, leading to an 
increase in friction at the interface. The cohesion 
value used in the calculations was 0.5 MPa.

4.2 Definition of the variables

The variables considered in the numerical simu-
lation were the properties of the backfill and of the 
surrounding soil. Again, the materials are defined 
by the Poisson coefficient and the modulus of elas-
ticity. However, given that the Poisson coefficient 
did not have a significant influence on behaviour, 
it remained constant during the parametric study. 
Therefore, the study’s variable was the modulus 
of elasticity, which varied with the nature and the 
degree of soil compaction and the backfill. Table 1 
summarizes the properties of the materials, includ-
ing the values considered in the parametric study. 
The graded aggregate sub-base was divided into 
two layers (as shown in Fig. 4), each with different 
properties. Based on the modulus of elasticity val-
ues presented in Table 1, the parametric analysis of 
15 different combinations of soils was carried out, 
assuming that the upper layers were always less flex-
ible than the bottom layers.

4.3 Parametric study

Fig. 5 presents the minimum values of the con-
finement stress (σe) required to avoid tensile failure 
for the different modulus of elasticity values consid-
ered. The values on the horizontal axis correspond 
to the modulus of elasticity of the surrounding soil 
(75, 150 and 300 MPa). Below them are the modulus 
of elasticity values for the bottom surface layer or 
sub-base (150, 300 and 600 MPa), the top surface 
layer or sub-base (300, 500 and 1000 MPa), and the 
backfill (10, 50, 100, 200 and 300 MPa). Each grey 
column represents the confinement stress, or inter-
nal stress, associated with the trio of values for the 
surrounding soil and sub-bases given for each col-
umn and thus represents the minimum confinement 
σe required. The results in Fig. 5a and Fig. 5b reveal 

that σe decreases as the modulus of elasticity for the 
sub-base decrease and the modulus of elasticity of 
the surrounding soil increases. This tendency may 
be attributed to the fact that when the stiffness of 
the soil increases, the possible bending forces cre-
ated by the traffic loads decrease and, as a result, 
the tension at the interface also decreases.

In Fig. 5a, the values of σe are not significantly 
affected by variations in the modulus of elasticity 
for the backfill material. For example, for a modulus 
of 10 MPa the values of σe for all three combina-
tions of the rest of the materials are similar to those 
of a modulus of the backfill of 200 MPa. However, 
in the case of Fig. 5b the difference is bigger. Such 
an outcome reveals that the influence of the degree 
of compaction on the tensile failure depends on the 
width of the trench. For narrower trenches, failure 
is most affected by the stiffness of the surrounding 
soil, whereas for wider trenches compaction has 
larger repercussions. From the results, it may be con-
cluded that the values of σe required to avoid tensile 
failure range between 0.21 MPa and 0.55 MPa for 
trenches that are 0.15 m wide and between 0.24 MPa 
and 0.55 MPa for trenches of 0.25 m wide.

The results in Fig. 6 for shear failure show a dif-
ferent tendency from the outcome described for 
tension failure. In this case, σe increases with the 
modulus of elasticity for the sub-bases and the sur-
rounding soil, and the influence of the backfill is 
bigger for both trenches (0.15 m and 0.25 m wide).

Such behaviour may be understood by consider-
ing that in soils with higher stiffness, the displace-
ments are smaller and distributed within a shorter 
length of the trench. Consequently, the tangential 
stresses are concentrated in a smaller area and higher 
values of σe are required in order to bear the loads. 
Conversely, the displacements in flexible soils are 
larger and occur along a bigger length of the trench, 
leading to smaller tensions. Based on the previous 
analysis, it follows that the degree of compaction of 
the backfill has a noticeable influence on the results. 
The minimum values of σe needed to avoid shear 
failure range between 0.28 MPa and 0.75 MPa for 
the 0.15 m wide trench (see Fig. 6a) and between 
0.30 MPa and 0.87 MPa for the 0.25 m wide trench 
(see Fig. 6b).

The parametric study shows that the most criti-
cal failure mode is shear, since higher internal stress 
values for the expansive concrete are required in 
this case. Moreover, a range of values for σe may be 
defined in order to prevent any type of failure in the 
trench. In terms of the displacements generated by 
the traffic loads, the FE model indicates that the 
highest displacement in the top surface of the trench 
occurs for the most flexible soil, and this displace-
ment is lower than 1.0 mm. This value may be con-
sidered negligible since it does not affect the comfort 
of drivers, pedestrians or the functionality of the 
trench. Once the ranges of confinements required 

http://dx.doi.org/10.3989/mc.2017.05316


Eco-trench: a novel trench solution based on reusing excavated material and a finishing layer of expansive concrete • 7

Materiales de Construcción 67 (328), October–December 2017, e135. ISSN-L: 0465-2746. doi: http://dx.doi.org/10.3989/mc.2017.05316

to assure stability are determined, it is necessary to 
verify whether the material is capable of generating 
such confinement.

5. EXPERIMENTAL STUDY OF THE 
EXPANSION OF CONCRETE

5.1 Background

In ordinary Portland cement, the hydration 
 process is governed by the reactions between the 
main constituents of clinker (C3S, C2S, C3A and 
C4AF), gypsum and water. Most of the hydration 
reactions of the clinker components are exother-
mic. As occurs in the case of clinker, the hydration 

of calcium oxide (CaO) releases heat, approximately 
155 Kcal/kgCaO (14). However, this reaction is not 
only highly exothermic but also expansive. The 
increment in volume due to the transformation of 
CaO is twice the initial volume of the reactants.

The increase in temperature caused by add-
ing CaO to the concrete mix might accelerate the 
speed of  the chemical reactions. This depends on 
the size of  the particle or the presence of  agglom-
erates since these may vary the speed of  the CaO 
hydration and thus the temperature. Accordingly, 
bigger particle sizes may lead to lower hydration 
temperature values and smaller CaO particles 
could accelerate the reaction. If  CaO particles have 
a specific surface that is similar to cement particles 

Figure 5. Minimum internal tension of the expansive concrete to avoid tensile failure for a trench: (a) 0.15 m wide and 
(b) 0.25 m wide.
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or are similar to them in terms of  size, they would 
both compete to combine with the water. In such 
cases, the mixing order of  the concrete compo-
nents should be modified in order to improve the 
material’s response to shrinkage.

5.2 Testing method for evaluating the expansion in 
concrete

As noted in the previous section, the main effect 
of adding CaO to concrete mixes is a volumetric 
expansion of the material. However, the numerical 
simulation run to determine the requirements for the 
expansive concrete that would ensure an acceptable 

response from the eco-trench does not provide a 
value for volume increment. In fact, the expansive 
concrete layer is under confined conditions that 
restrain expansion, and therefore the model yields a 
range of internal stresses in the concrete.

This situation requires a test method that is 
capable of measuring the internal stresses generated 
in the concrete due to the presence of CaO under 
confined conditions. The ASTM International 
includes two standards with test methods for evalu-
ating the restrained expansion of expansive cement 
mortar (15) and concrete (16). Nevertheless, these 
methods do not evaluate the internal stresses and 
they restrict the measurement of the expansion to 

Figure 6. Minimum internal tension of the expansive concrete to avoid shear failure: (a) 0.15 m wide and (b) 0.25 m wide.
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one dimension. In fact, to the best of the authors’ 
knowledge, there are no methods given in standards 
or in the literature that are dedicated specifically to 
the confinement stresses of concrete with CaO.

Considering this, a new testing method was devel-
oped at the Universitat Politècnica de Catalunya to 
evaluate the confinement stress that mortar or con-
crete experiences at early ages due to the addition of 
an expansive admixture. This method uses a metallic 
ring that has a 110-mm radius (R), is 1 mm thick 
(e) and 40 mm tall and is instrumented with exten-
someter gauges attached to the ring in the perim-
eter  direction in order to measure its deformation 
(see Fig. 7a). Given that the properties of the ring 
are known (see Table 2), it was possible to determine 
the stress generated by the confined concrete expan-
sion over time.

Besides the deformation of the ring (εs), the tem-
peratures for the mix, the environment and the ring 
were also registered in order to assess their influence 
on the deformation (see Fig. 7b). The ring was kept 
in a curing room at 20°C and 100% relative humid-
ity. The confinement stresses were calculated over 
time in the test using Eq. [5]. In this equation, Es is 
the modulus of elasticity of the ring’s steel, R is the 
ring’s radius, e is the ring’s thickness, Δt is the varia-
tion of the temperature the ring has experienced 
since the beginning of the test, and αs is the thermal 
expansion coefficient.

 
E R

e
t( )e

s
s sσ ε ∆ α= ⋅ − ⋅  [Eq.5]

5.3 Description of the materials and the mixes

5.3.1 Properties of the CaO

Three types of CaO were used in the experimen-
tal program to evaluate the confined stress. Prior to 
undertaking the experimental program, several tests 
were performed on the three types of CaO in order 
to determine their density, their specific weight and 

their potential reactivity. For the purpose of this 
study the three types will be designated as MCN, 
MCR and MCL. The density and the specific 
weight were assessed according to the methodol-
ogy described by Formosa (17). The potential reac-
tivity of CaO was evaluated by means of the time 
required to reach a pH equal to 12. Table 3 presents 
the results obtained from these tests.

The results in Table 3 indicate that MCR and 
MCL present similar density values, while the den-
sity of MCN is slightly lower, namely 7.6% lower. 
In terms of the specific surface, the lowest value 
corresponds to MCR and the highest corresponds 
to MCN, which is 30.7% higher. The biggest dif-
ferences among the types of CaO are observed in 
the reactivity potential. The CaO with the highest 
reactivity potential is MCR, since it reaches a pH of 
12 in the shortest amount of time. MCN and MCL 
present significantly lower reactivity potentials rela-
tive to MCR. MCN requires almost twice as long 
to reach pH=12, and MCL takes 2.5 times longer 
than MCR.

Figure 7. (a) Ring and instrumentation, (b) ongoing test with instrumentation.

Thermocouple

(a) (b)

Temperature and relative humidity
registration

Extensometer gauge

Table 2. Properties of the metallic ring

Properties Value

Modulus of elasticity (GPa) 200

Thermal expansion coefficient (°C−1) 1.20·10−5

Poisson coefficient (−) 0.28

Diameter (mm) 220

Thickness (mm) 1.0

Table 3. Properties and composition of the CaO

Properties and composition

Type of CaO

MCN MCR MCL

Physical 
properties

Density (g/cm3) 2.81 3.04 3.02

Specific surface (m2/g) 2.77 2.12 2.55

Reactivity 
potential

Time to pH=12 (min.) 21.5 12.0 29.5
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5.3.2 Making the mortar mixes

The expansion generated by the addition of CaO 
was evaluated in mortars instead of concrete for 
two main reasons. Firstly, the production of mor-
tar in the laboratory is simpler than in the case of 
concrete, with the additional advantage of  saving 
material. Secondly, the lack of  coarse aggregate in 
the mix does not affect the results since the expan-
sive admixtures or CaO react with water and not 
with the coarse aggregates, which may be consid-
ered inert.

Several mortar mixes were made in the experi-
mental program: three of  them contained differ-
ent types of  CaO and another was plain mortar 
without CaO, which was used as a reference. 
The composition was the same for all mixes, with 
a cement-sand ratio of  1:3 by weight. Portland 
cement CEM I 42.5R and normalized silica sand 
with a size of  0-2 mm, as established under stan-
dard UNE-EN 196-1:2005 (18), were used in the 
mix. The water to cement ratio (w/c) was 0.45 in 
order to attain a consistency that was fluid enough 
to allow the ring to be filled but was also consis-
tent enough to prevent the loss of  material through 
the joints. Furthermore, 1% by cement weight of 
a plasticizer admixture was added to the mix. The 
content of  CaO is 7% by weight of  cement, accord-
ing to the maximum value recommended by the 
manufacturer.

The production of the mortar started with mix-
ing the water, cement and superplasticizer for 1 min-
ute at 28.5 Hz. Afterwards, the CaO was added and 
the components were mixed for another 30 seconds. 
Then, the mixer was stopped for 30 seconds in order 

to scrape the material off  the mixer walls. The mixer 
was turned on again at the same frequency and the 
silica sand was added and mixed with the rest of the 
components for 1 minute. At this point, the mixer 
was stopped once more for 1.5 minutes to scrape the 
walls of the mixer. Finally, the mixer was turned on 
again and the components were mixed for 1 minute 
at 52.0 Hz. The complete mixing procedure took 
less than 6 minutes. After the mortar was made, it 
was poured inside the test ring and the setup was 
prepared. Preparing the test rign and the setup took 
less than 10 minutes.

5.4 Analysis of the results

Fig. 8 shows the σe values obtained for the mor-
tars via the proposed testing method. The curves 
indicate that the highest stresses were generated in 
the MCR mortar, followed by the MCN and MCL 
mortars. Furthermore, for the early stages of the 
setting (up to 8 or 12 hours, depending on the mix), 
no stresses were measured. At this moment, the 
mortars were still in a plastic state, and the  potential 
expansion was not converted into stresses due to 
the low or null stiffness of the material. After set-
ting, the expansions resulted in the stresses shown 
in Fig. 8. In this regard, the mortar that required the 
longest amount of time to develop the stresses was 
the one containing MCL.

The kinetics of  the reaction may be analysed 
through the slope of  the curves, which reveal that 
the rate at which the stresses developed during the 
first 24 hours was not the same for all mixes. In 
fact, the mix containing MCR showed a faster 
reaction than the mixes with MCN and MCL. 

Figure 8. Evolution of the internal stresses with time.
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In terms of  the maximum confinement stress 
registered, the mortars with CaO reached values 
between 0.2 MPa and 0.7 MPa. The FE model 
indicated that the range of  minimum stress values 
required to avoid shear failure go from 0.30 MPa 
to 0.87 MPa, which is the most restrictive condi-
tion. Therefore, the value of  0.9 MPa for internal 
stress may be established as a reference value for 
avoiding failure and transmitting stresses to the 
adjacent ground.

The experimental results confirmed that includ-
ing CaO in the mortar mixes makes it possible to 
generate the confinement required for eco-trenches. 
Depending on the type of CaO used in the concrete 
mix and the environmental conditions, the CaO 
content should be increased slightly to ensure the 
minimum value of 0.9 MPa.

6. PILOT EXPERIENCE

The solution proposed for the eco-trench was 
applied at a work-site of the city of Barcelona, 
Spain (see Fig. 9a), in November of 2014. The trench 
selected for the pilot experience was 25 cm wide 
(the diameter of the pipe was 90 mm) and 80 cm 
deep. The trench was excavated by a trencher with a 
25-cm disk (see Fig. 9b). The excavated material was 
crushed and placed alongside the trench. The mate-
rial was then sieved manually, and debris or other 
big particles from the original asphalt pavement 
were removed. The rest of the material from the bot-
tom layers was of a size that is suitable for use as 
backfill for the trench; this material was placed back 
in the trench. The granular backfill was compacted 
using a manual compactor that was compatible with 
the trench’s 25-cm width (see Fig. 9c) in order to 
assure the trench was properly filled.

When the layers of granular backfill were ready, 
the expansive concrete layer was applied. In this case, 
two different thicknesses (15 cm and 20 cm) were 
used in the trench in order to assess their behaviour 
over time. The concrete mix employed is detailed in 
Table 4. The w/c ratio was adapted from the one used 

in the laboratory because the aggregates employed 
in the pilot experience are different. For this reason, 
the w/c ratio is 0.79. Given that the CaO used in the 
MCN mixture yielded better control of the reaction 
kinetics in the laboratory setting (see Table 3), MCN 
was the type of CaO added to the concrete mix for 
the pilot experience. The CaO content was increased 
up to 12% by weight of cement in order to ensure 
that the required level of internal stress as indicated 
in Fig. 8 was attained.

The truck poured the concrete directly into the 
trench, thus speeding up execution (see Fig. 10a). 
The consistency of  the concrete was an impor-
tant factor in favouring the spread of  the mate-
rial along the trench (see Fig. 10b). The average 
compressive strength of  the expansive concrete, 
following EN12390-3:2009 (19), was 18.6 MPa, 
which was in line with what was expected for the 
concrete mix.

Fig. 10c shows the finished trench one month 
later, with no signs of shrinkage in the walls of the 
trench. Moreover, ten months after construction, no 
differences in behaviour had been reported for the 
stretches with expansive concrete layers of 15 cm 
and 20 cm. In terms of aesthetic appearance, the 
trench’s colouring was similar to the original pave-
ment. However, if  a darker concrete were required 
in  order to match the original asphalt pavement, 
pigments may be used in the concrete mix.

Figure 9. (a) General view of the site, (b) disk of the trencher and (c) compactor.

(a) (b) (c)

Table 4. Concrete mix used in the pilot experience

Materials Characteristics Content (kg/m3)

Cement CEM II/A-L 42,5R 196.0

Gravel 10/20 - 790.0

Gravel 4/10 109.0

Sand 0/4 - 1085.0

Water - 155.0

Additive Pozzolith 475 N 1.37

Glenium SKY 866 0.59

CaO admixture Link-EVR (MCN) 25.0
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7. CONCLUSIONS

The present study proposes a novel eco-trench 
solution for underground utility infrastructure 
needs, such as gas distribution, which consists of 
re-using the trench arisings as the main backfill 
material and finishing the trench with a top layer 
of expansive concrete. The numerical model and 
the experimental program indicate that it is a fea-
sible solution with significant advantages in terms 
of structural behaviour, logistics and sustainability. 
The following conclusions may be drawn from the 
results of the study.

• The numerical simulation revealed that the cri-
tical parameter in determining the eco-trench’s 
behaviour is shear strength at the interface. 
Therefore, the most restrictive failure mecha-
nism is shear.

• The parametric study indicated that, for the 
dimensions and the material properties simu-
lated, the expansive concrete in the top layer 
must generate a sustained confinement that falls 
between 0.30 MPa and 0.87 MPa in order to 
avoid tensile or shear failure caused by traffic 
loads and to ensure the transmission of stresses 
to the surrounding soil.

• The above range of internal stresses ensures that 
displacement at the top of the trench is negligi-
ble, and the comfort or the functionality of the 
pavement is not affected.

• The proposed experimental test is capable of 
assessing the level of confinement generated 
by adding CaO. According to the results of the 
test, including such an admixture may provide 
sufficient confinement for preventing the failure 
of the interface.

• The pilot experience was satisfactory in terms 
of  execution and the trench’s mechanical 
performance. In this case, the content of  cal-
cium oxide was increased to 12% by weight of 
cement.
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